Table 1. Collar details for the drill holes completed to date during the Company’s 2015 drilling program.
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0.3
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3.23
5.15
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10.60
3.60
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2.87
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1.72
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4.83
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2.99
4.95
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5.38
12.40
9.94
3.70
13.55

Note: Within the reported mineralized intervals in CD15-03 and CD15-04, in both holes, there were two separate intervals of 0% core recovery
that totaled 1.2 metres per hole. Within the first reported mineralized interval in CD15-06, there was a 1.2m interval of 0% core recovery and in
the second reported mineralized interval there was a 0.7m interval of 0% core recovery. Within the first reported mineralized interval in CD15-
13 there was a 0.3m interval of 0% core recovery. These intervals have been assumed to be mineralized at the average grade of the overall
mineralized interval.



