Figure 1. NE Plan View of the Manto Dorado (Level 350)

Length ey
Structure (m) True | Au(gt) | Ag(ozt) | Cu%
(Width (m)
26.00 1.50 27.83 0.40 1.69
12.00 1.50 6.38 0.05 0.22
5 7.00 1.50 0.04 0.02 0.01
Manto Dorado| Drift 190 NE 52.00 .63 023 0.07 007
44.00 1.12 7.99 0.96 0.55
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ENTRANCE
LEVEL-350

Lengih Average
Structure @ True Au (g/t) Ag (0z/t) [ Cu%
Width (m)
Raise #2135 83.00 1.18 1859 030 1.14
Raise #2635 10.00 1.04 7.07 031 0.51
Manto Dorado| Raise #275 9.00 123 299 052 0.08 — () meters
Raise #2835 17.00 0.99 5.55 115
Raise #290 1.15 8.11 263




RAISE 265
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Figure 2. Cross-sectional view of Raise 265 — Manto Dorado




Drift 190 NE

RAISE 275

Average Au, Ag, Cu grades
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Figure 3. Cross-sectional view of Raise 275 — Manto Dorado
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Figure 4. Cross-sectional view of Raise 285 Manto Dorado




RAISE 290

Average Au, Ag, Cu grades

Sample Nos.

Au (gl

Ag (ozt)

Cu%

13098-13098-13100

13.16

0.88

067

13088-13089-13090

748

6.87
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13095-13096-13097

262

293

0.07

12996-12097-12998

6.67

0.56

0.03
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0.35

0.02

12982-1208-12984

8.24
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0.66
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12966 - 12966- 12060
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Figure 5. Cross-sectional view of Raise 290 Manto Dorado

0.60




