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Table 3. Kakula Phase 1 Mine average estimated production and processing statistics  
 for 4 Mtpa steady-state production. 
 

Item  Unit  
YEARS 

1-5 
YEARS 

1-10 
LOM 

AVERAGE 

Total Processed   
   

Quantity Milled  Kt 3,163 3,584 3,590 
Copper Feed Grade   % 7.52 6.90 5.76 

Total Concentrate Produced  
 

   
Copper Concentrate Produced   kt (dry) 380 394 328 
Copper Recovery   % 87.74 87.50 87.01 
Copper Concentrate Grade   % 54.94 54.94 54.94 

Contained Metal in Concentrate  
 

   
Copper  Mlb 460 477 397 
Copper  Kt 209 216 180 

Payable Metal  
 

   
Copper  Mlb 449 465 387 
Copper  kt 204 211 176 

 
 

The Kakula concentrator production is shown in Figure 3 and the concentrate and metal 
production is shown in Figure 4.  
 

Figure 3. Kakula Phase 1 Mine estimated concentrator production for the first 20 years. 
 

 

Figure by OreWin 2016. 
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