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Table 2.  Kakula Deposit Indicated Mineral Resources, Sensitivity Cases. 
 

Category 

Cut-
off 

Grade 
(Cu%) 

Tonnes 
(millions) 

Area 
(Sq. 
km) 

Copper 
Grade 

 

True 
Thickness 

(metres) 

Contained 
Copper 

(kTonnes) 

Contained 
Copper 

(billion lbs) 

Indicated 7.0 35 1.9 8.10% 6.4m 2,873 6.3 

Indicated 6.0 56 3.0 7.52% 6.3m 4,200 9.3 

Indicated 5.0 83 4.5 6.84% 6.1m 5,694 12.6 

Indicated 4.0 105 6.2 6.35% 5.7m 6,700 14.8 

Indicated 3.0 116 7.3 6.09% 5.3m 7,086 15.6 

Indicated 2.5 129 7.9 5.75% 5.5m 7,428 16.4 

Indicated 2.0 210 8.6 4.41% 8.2m 9,267 20.4 

Indicated 1.5 258 9.1 3.90% 9.6m 10,050 22.2 

Indicated 1.0 349 9.8 3.23% 12.0m 11,281 24.9 

 

 
 
Table 3.  Kakula Deposit Inferred Mineral Resources, Sensitivity Cases. 
 

Category 

Cut-
off 

Grade 
(Cu%) 

Tonnes 
(millions) 

Area 
(Sq. 
km) 

Copper 
Grade 

 

True 
Thickness 

(metres) 

Contained 
Copper 

(ktonnes) 

Contained 
Copper 

(billion lbs) 

Inferred 5.0 3 0.2 5.22% 4.0m  163   0.4  

Inferred 4.0 8 0.7 4.83% 4.1m  409   0.9  

Inferred 3.0 12 1.0 4.45% 3.9m  515   1.1  

Inferred 2.5 14 1.2 4.18% 3.8m  572  1.3  

Inferred 2.0 27 1.5 3.19% 5.7m  862   1.9  

Inferred 1.5 40 2.1 2.72% 6.0m  1,074   2.4  

Inferred 1.0 59 3.0 2.26% 6.4m  1,338   3.0  

 
 

 

  


