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Hole  From (m)  To (m)  Interval  Cu %  Mo  (ppm)  Au g/t  Ag g/t  Zone 

OCA13DH026  28  49.5  21.5  0.777  118  0.035  1.3  mixed** 

   49.5  55.1  5.6  0.189  47  0.030  0.9  hypogene  

OCA13DH027  30.6  123.5  92.9  0.345  114  0.026  1.3  mixed 

including  30.6  92  61.4  0.168  120  0.027  1.4  mixed 

and  92  123.5  31.5  0.689  103  0.023  1.2  mixed 

   123.5  125.6  2.1  0.131  67  0.02  0.7  hypogene 

OCA13DH028  35.3  71.55  36.25  0.679  70  0.027  1.3  mixed 

   71.55  84.0  12.45  0.207  56  0.025  1.0  hypogene 
*see analytical methods description below; **preliminary pending re‐assay of one sample. Zones are defined as oxide = copper 
oxide, mixed = mixed copper oxide and secondary sulphide, hypogene = primary copper sulphides; hypogene results reported to 
end of hole. 

 

Figure 1:  Significant Supergene Intercepts (total copper from Phase 3 (black) and previous drilling (grey). 
 

Diamond Drilling and Sampling Procedures 
 
The diamond drilling was completed using HQ core size. Core recovery was estimated to be greater than 95% for 
any given hole. Whole core was split in half with a manual core splitter for intervals of brittle copper oxides, and 
the remainder with a diamond saw. One half is collected for sample preparation and analysis, and the other half 
retained for future reference. Samples were collected on a 2.0m (leached, mixed and enriched zones) and 3.0m 
(hypogene zone) sample intervals. Indico on‐site personnel rigorously mark, collect, and track samples which are 


