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Zopilote*
$=79,000T @ 0.97 %Cu
0x=176,000T @ 0.90 %Cu

*See da chnical Report entitled “Technical Report on
the Copper- r Porphyry/Skarn Project at the
Rosita D Concession dated January 5, 2012 which is filed on SEDAR.
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Magnetite Hill * - Santa Rita*
$=344,000T @ 0.55 %Cu $=1,183,000T @ 0.83 %Cu
0x=1,230,000T @ 0.42 %Cu &




