
Figure 1. Sample location map. 

 

 

 

 

Table 1. Summary of Tailings Sample Results. 

 

Sample 

No. 
Location 

Cu 

(%) 
Au 

(g/t) 

Ag 

(g/t) 

 

400001 

 

Upper 
0.01 0.347 34.7 

400002 Lower 0.09 0.715 22.1 

400003 Upper 0.01 0.253 55.8 

400004 Lower 0.10 0.286 7.6 

400005 Upper 0.01 0.225 41.9 

400006 Lower 0.22 0.573 7.9 

400007 Upper 0.02 0.365 26.5 

400008 Lower 0.02 0.399 59.4 

400009 Upper 0.01 0.249 11.7 

400010 Lower 0.26 0.872 7.5 

400011 Upper 0.13 2.414 6.5 

400012 Lower 0.52 2.00 6.6 

400013 Upper 0.26 0.242 6.3 

400014 Lower 0.90 0.414 12.3 

400015 Upper 0.30 0.189 12.1 

400016 Lower 0.04 0.074 1.4 


