
Oxide Zone Gold Recovery (%, horizontal axis) vs Depth (metres, vertical axis) after 6 Hours. 
 

 

 
 

Oxide Zone Gold Recovery (%, horizontal axis) vs Depth (metres, vertical axis) after 24 Hours. 
 

 
 
 

Oxide Zone Gold Recovery (%, horizontal axis) vs Depth (metres, vertical axis) after 72 Hours. 
 

 
 



 
Primary Sulfide Zone Gold Recovery (%, horizontal axis) vs Depth (metres, vertical axis) after 6 

Hours. 
 

 
 

Primary Sulfide Zone Gold Recovery (%, horizontal axis) vs Depth (metres, vertical axis) after 
24 Hours. 

 

 
 

Primary Sulfide Zone Gold Recovery (%, horizontal axis) vs Depth (metres, vertical axis) after 
72 Hours. 

 

 


