
SW NE 

Victoria Vein 

VIC13_264 

VIC13_255 

VIC13_256 

VIC13_254 

VIC13_260 

VIC13_257 

Victoria Orebody 

Reported 2013 
Not Significant 
Pending 

DDH Au g/t Ag g/t TW m 

VIC13_254 15.9 1,091 2.2 

10.2 513 1.3 

11.7 601 1.5 

VIC13_255 13.2 860 5.9 

VIC13_256 37.4 2,180 4.4 

100.1 6,642 1.2 

2.1 224 0.5 

3.4 194 0.5 

VIC13_257 16.5 606 2.4 

VIC13_260 4.1 182 3.4 

VIC13_264 6.5 82 3.5 
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