Domain Category Tonnage CuT CuT Metal
(Ktons) (% ) (klb)
Measured 19,395 0.59 250,481
0 xide Indicated 12,538 0.46 126,337
Measured + Indicated 31,933 0.54 376,818
Inferred 445 0.39 3,834
Measured 24,315 0.67 356,763
Enriched Indicated. 1,648 0.47 17,076
Measured + Indicated 25,963 0.65 373,839
Inferred 395 0.52 4,524
Measured 43,710 0.63 607,244
Total Indicated 14,186 0.46 143,413
Measured + Indicated 57,896 0.59 750,657
Inferred 840 0.45 8,358




