
Ni,Cu 
Mineralization

5.8/1.12/0.27

1.9/2.46/0.66

5.8/1.48/0.59

0.6/2.19/0.18
(collared in Zone?)

15.06/1.72/0.66

43.18/1.74/0.90

Assays
Pending

28.6/0.53/0.27

Manicouagan Minerals Inc.
HPM / Forgues Project
Barre de Fer Prospect

Schematic Section 0E

Drilled width (metres) /Ni (%) / Cu (%)

5.10/1.23/0.47
2.65/2.08/1.24
4.03/2.31/1.35


