
 

 

 
Figure 1. Location of the Shallow Silver, Fonteriza, and Centenario Zones 

SUMMARY OF SILVER RESULTS 

A summary of results for the cyanide leach test work on silver recovery is shown in the table below. 

KCA 
Sample 

No. 
Sample Description 

Target 
p80 
Size, 
mm 

Leach 
Solution 

NaCN Conc.,  
g/L NaCN 

Calculated 
Head, 
gms 

Ag/MT 

 % Ag 
Recovery 

64605 Centenario, Composite No. 5 (10 to 20 gms Ag/MT) 0.074 5.0 16.9 76.7% 

64601 Centenario, Composite No. 1 (10 to 20 gms Ag/MT) 0.074 5.0 17.5 68.5% 

64602 Centenario, Composite No. 2 (20 to 30 gms Ag/MT) 0.074 5.0 23.3 69.6% 

64606 Centenario, Composite No. 6 (20 to 30 gms Ag/MT) 0.074 5.0 24.6 76.2% 

65609 Centenario, Composite No. 9; (30 to 60 gms Ag/MT) 0.074 5.0 41.6 81.8% 

65441 Centenario, Composite No. 7; (30 to 60 gms Ag/MT) 0.053 1.0 42.6 85.0% 

64603 Centenario, Composite No. 3; (30 to 60 gms Ag/MT) 0.074 5.0 43.3 81.8% 

65610 Centenario, Composite N0. 10: (~100 gms/MT) 0.074 5.0 104.0 79.0% 

64604 Centenario, Composite No. 4; (>60 gms Ag/MT) 0.074 5.0 105.8 88.4% 

65608 Centenario, Composite No. 8; (> 60 gms Ag/MT) 0.074 5.0 172.4 89.0% 

65743 Fronteriza, Composite No. 1; (35 to 50 gms Ag/MT) 0.044 10.0 43.6 51.0% 

65744 Fronteriza, Composite No. 2; 50 to 100 gms Ag/MT 0.045 5.0 67.4 55.0% 

65745 Fronteriza, Composite No. 3 (100 to 150 gms Ag/MT) 0.040 5.0 126.2 60.0% 

65746 Fronteriza, Composite No. 4 (150 to 200 gms Ag/MT) 0.038 10.0 182.9 62.0% 

65747 Fronteriza, Composite No. 5 (200+ gms Ag/MT) 0.053 20.0 597.0 86.1% 

63604 Shallow Silver Zone, Core Composite 0.053 20.0 57.6 70.7% 

65770 Shallow Silver, Composite No. 2 (45 to 100 gms Ag/MT) 0.053 20.0 65.8 68.2% 

65771 Shallow Silver, Composite No. 3 (100 to 150 gms Ag/MT) 0.053 20.0 110.1 68.7% 

   

AVERAGE 73.2% 


